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The�product�is�made�through�ammonium�process,with�low�impurity�metals�and�high�purity.�The�production�line�
is�strictly�built�and�managed�under�the�standard�of�ISO/TS16949,�which�is�the�highest�standard�in�automobile�
industry,�to�make�sure�the�high�stability�and�the�extraordinary�performance�of�the�product.�The�primary�particle�
size�of�the�product�is�around�80~100�nm.�This�type�of�FP�can�be�applied�in�the�production�of�power�type�LFP,�for�
the�LFP�made�from�it�has�excellent�low�temperature�performance.
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